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TEST REPORT No. P030400 (53371) Date Mar 23, 2004

As per EN71:1984:Part 3 + A1:2000 Specification for Migration of Certain Elements.
SAMPLE(S) DESCRIPTION:
1) Shiny silvery metallic key ring and chain.

RESULT(S): 1YPPM LIMIT/PPM
Soluble lead i) <10 90
Soluble cadmium 51 =5 L <10 75
Soluble barlum <50 1000
Soluble ¢chromium 2 O L <10 60
Soluble mercury 7KiR <10 60
Soluble antimony 7 FE—=— <10 60
Soluble arsenic it <5 25
Soluble selenium 2L =7 L <20 500
Remarks:

a) PPM = Parts per million (mg/kg)
b) Analysls by Atomic Absorption Spectrophotometry and/or inductively Coupled Plasma Atomic
Emission Spectroscopy.

Test period: March 22, 2004.
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This report applies only to the tested samples
(SEE OVERLEAF FOR TERMS AND CONDITIONS OF TESTING)




